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OCT 25 2000 14=44 FR WflSHINGTON GROUP
M-UU lUt V6'W m rflKHliUN HNHLYI.Ub

303 948 4779 TO 93033126897
NU, a /u

P. 02/14

Total ICP Metals
Method SW6010
Sample Results

Liu Nume: Paragon Analytics, Inc.

Work Older Numbur: 0010156

Client Narrm; Morrison Knudsen Corporation

CliontPfOjecl ID; VB/l-70 1MB 4994

00)0156-1

Sample Matrix; SOIL
% Moisture: 0.2

Dale Collected: 1D-Oct-00
Date Extracted: 23-Oc(-00
Dale Analyzed: 23-Oct-OO

Prep Batch: IP001023-1
QCBatchIO: IP001023-1-1

RunlD:IT001023-1A4
Cleanup: NONE

Basis: Dry Weight

Sample Aliquot: 1 G
Final Volume: 100 ML
Result Units: MG/KG

File Name: TS01023

CASNO

7129-00-5

7440-3Q-Q

7-140-33-2

7440-39-3

7^0-11-7

7<MO43-3

74>W-70-2

7*10-07-3

7/MO-18'4

7140-r.o-a
743S-09-6

7439-92-1

74.30-W-4

7430-95-5

I 7440-02-0

7.1.10015-7

7/02-19-2

7440-22-')

i'-wo-aa-s
7440-28-0

/•d<0-C2-2

74/JO-C6T.

Target Analyte

ALUMINUM
ANTIMONY

ARSENIC

BARIUM

BERYLLIUM

CADMIUM

CALCIUM

CHROMIUM

COBALT

COPPER

IRON

LEAD

KVvGNf.'.niUM

MANGANESE

NICKEI.

POTASSIUM

SI-LENIUM

SILVER

SODIUM

Tl IAIUUM

l/ANAOIUM

ZINC

Dilution
Factor

1

1

i

i

i

>
i

i

i

i

1

1

i

i

1

i

i

" "'I
1

1

i

i

Result

2300

1.8

96

130

0.33

1.8

3400

15

3.1

35

16000

6IO

1100

230

0.5

610

1

1

140

1

9.9

300

Reporting
Limit

20

2

t

10

0.5

0.5

100

1

1

1

10

0.3

100

1
2

100

0.5

1

100

1
1

2

MDL

069

0.26

0.26

0.018

0.015

0.017

0.54

0.047

0.05

0.032

0.8

0.14

0.79

0.02S

0.078

5.3

0.27

0.063

0.25

0.39

0.033

0.29

Result
Qualifier

B

B

U

U

EPA
Qualifier

I

i

Data Package ID; IT0010156-1

Dii:a Printed: Tuesday, October 24, 2000 Paragon Analytics Inc. Page 1 of 12

OCT 24 2008 16:35 970 490 1349 PRGE.02



OCT 25 2000 14=44 FR WASHINGTON GROUP
i-c.4 wu luc.uo'to rn rrmnuun

303 948 4779 TO 93033126897
MU. »(

P. 03/1 4

Total ICP Metals
Method SW6010
Sample Results

Lab Mime: Paragon Analytics, inc.

Work Ordt-r Number: 001015S

Client War no: Morrison Knudsen Corporation

ClienlProject ID: VG/l-70 1MB 4994

Sample Matrix: SOIL

% Moisture: 02

Dale Collected: 10-Ocl-OO

Date Extracted: ?3-Oct-OQ

Dale Analyzed: 7.1-Ort-OO

Prep Batch: IP001023-1

QCBalchIO: IP001023-M

Run ID: IT001023-1A4

Cleanup: NONE
Basis: Dry Weight

Sample Aliquot: 1 G

Final Volume: 100 Ml.
Result Units: MG/KG

File Name: TS01023

CASNO

74J9-90S

7440-36-0

7440-38-2

74W-39-3

744041-7

7440-43-9

74-10-70-2

7440-4V-3

7440- '03-4

7440-508

7439-&0-6

7-139-92-1

7459-E15-4

7439-96-5

74-10-02-0

74-10-097

77e2-49-2

7440-22-4

7'440-23-S

74-10-280

^440-62-S

7440- C6-6

Target Analyle

ALUMINUM

ANTIMONY

AfiSCMIC

BARIUM

DCRYLLIUM

CACIMIUM

CALCIUM

CHROMIUM

COBALT

cop*>e»

IRON

LEAD

MACNWlUM

MANGANESE

NICKCL

POTASSIUM

SELENIUM

SILVER

SODIUM

THALLIUM

VANADIUM

ZINC

Dilution
Factor

1

1

1

i

1

i

i

1

'1

1

10

i

i
i

1

i
i
i

1
1

1

Result

2500

1.2

6.7

200

0.26

22

4000

7.1

26

24

1000?

1100

12CX3

280

45

780

0.68

0.32

140

1

9.8

540

Reporting
Limit

20

2

1

10

o.s
o.s
100

1

1

1

10

3

100

1

2

100

0.5
1

100

1
1

2

MDL

0.69

0.26

0.28

0.01 B

0.01S

0.017

0.54

0.047

0.05

0.032

0.8

1.4

0.79

0.025

0.078

5.3

0.27

0.063

0.2S

0.39

0.033

0,29

Result
Qualifier

B

B

B

U

EPA
Qualifier

i

1

)

!

1

Data Package ID: IT0010156-1

Bale Piinted: Tuesday, October 24, 2000 Paragon Analytics Inc. Pages of 12
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OCT 25 2000 14:45 FR WASHINGTON GROUP
i-dq-uu iut. iw;<i8 rn rHKHuuN

303 948 4779 TO 93033126897
rax NU,

P. 04/1 4

Total ICP Metals
Method SW6010

Sample Results

Lsb Name Paragon Analytics, Inc.

Work Older Number: 0010(66

Client MAI no: Morrison Knuduen Corporation

ClrnnlProject ID: VB/l-70 IIIB 4994

Sample Matrix; SOIL
V, Moisture: 0 S

0»tt: Collected: 19-Ocl-oo
Date Extracted: 23-Oct-OO
Date Analyzed: 23-Dcl-OO

Prep Batch: IP001023-1
QCBatchID: IPQ01C23-1-1

RunlD:IT001023-1A4

Cleanup: NONE
Basis: Dry Weight

Sample Aliquot: 1 G
Final Volume: 100 ML
Result Units: MG/KG

File Name: TS01023

CASNO

7429-90-5

7440-36-0

744<%30-Z

7440-39-3

7440-41-7

7440-43-9

X440-70-2

7440-47-3

7-440- 4S' 4

7440- CO- S

7439-69-S

7430-02-1

7439-9S-4

7139-96-5

7440-02-0

7440-09-7

7?lS2-49-2

7440-22-4

7440-23-S

7410-28 0

V440 02-2

7440-B6-6

Target Analyte

ALUMINUM

ANTIMONY

ARSENIC

BARIUM

BERYLLIUM

CADMIUM

CAI CIUM

CHROMIUM

COOALT

COPPEI?

I«ON

LEAD

MAS3NCSIUM

MANGANESE

NICKEL

POTASSIUM

SELENIUM

SILVER }

SODIUM

THALLIUM ,

VANADIUM j

ZINC f

Dilution
Factor

1

1

•i

1

1

i

1
1

1
,

:1
i
i
1
1
ii
1
i
i
1

Result

?flOO

0.57

9.5

130

0.34

2.2

4100

7.3

2 9

21

7700

620

1200

150

52

920

O.C'8

0.1^

160

1

10

300

Reporting
Limit

20

2

1

10

0.5

0.5

100

1

1

1

10

0.3

100

1

2

100

0.5

1

100

1
1
2

MDL

0.69

0.27

0.28

0.018

0.015

0.017

0,54

0.04S

O.OS

0.032

0.8

0.14

0.79

0.025

0.078

5.3

0.27

0.063

0.25

0.39

0.033

0.29

Result
Qualifier

B

B

B

B

U

EPA
Qualifier

I

i\

\

i
i

Data Package ID: IT00101S6-1

Dale Printed: Tuesday, October 24, 2000 Paragon Analytics Inc.
l.lMj-'Vnrslon: t.602

Page6oM2
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OCT 25 2000 14=45 FR WASHINGTON GROUP
i ci.uu luu uj'ou rn rrmnuuix

303 948 4779 TO 93033126897 P.05/14-
MJ. a f u 4au 134s r,

Total ICP Metals
Method SW6010
Sample Results

Lab Name: Paragon Analytics. Inc.

Work Order Number: 0010156

Client Name: Morrison Knudsen Corporation

ClicntProject 10: VO/l-70 IIIB 4994

Sample Matrix: SOIL
V. Moisture: 0 5

Dale Collected: 19-Ocl-OO
Date Extracted: 23-Oct 00
Date Analyzed: 23-Oct-OO

Prep Batch: IP001023-1

QCBatchID; IP001023-1-1
RunlD:IT001023-1A4

Cleanup: NONE
Basis: Dry Weight

Sample Aliquot: 1 G

Final Volume: 100 ML

Result Units: MG/KG

File Name: TS01023

CASNO

7429-50-5

74-10-36-0

7440-3S-2
1 7440-39-3

7440-41-7

7440-43-0

7440-70-2

7440-47-3

7440-'l6-4

7440-50 S

7430-09-6

74.39-92-1

743,9-95-4

7439 D6-5

7440 02-0

744009-7

7732- 4 D-2

7440-22-4

7440-23-3

7440 23 0

7-140-P2-2

7440- 66-6

Target Analyte

ALUMINUM

ANTIMONY

ARSENIC

BARIUM

OKKYLUUM

CADMIUM

CALCIUM

CHROMIUM

COBALT

COPPCR

IRON

LEAD

MAGNESIUM

MANOANESG

NICKEL

POTASSIUM

SELENIUM

SILVER

SODIUM

THALLIUM

VANADIUM

ZINC

Dilution
Factor

1

i

1

1

i

i

1
1

i

i

1

1

\

1

i

i

1

1

i

i

t

1

Result

7000

1.8

19

2UO

0.71

5.4

ssoo
21

6.4

71

16000

700

2400

360

12

2600

1

068

2EQI

1

24

G20

Reporting
Limit

20

2

1

10

0.5

0.5

100

1

1

1

10

0.3

100

1

2

100

O.S

1
100

1
1
2

MDL

069

0,27

0.28

0.018

0.015

0.017

0.54

0.048

0.05

0.032

0.6

0.14

0.79

0.025

0.078

5.3

0.27

0.063

0.25

0.39

0.033

0.29

Result
Qualifier

a

B

U

EPA
Qualifier

I
J

i

|

Data Package ID: IT00101S6-1

Dute Printed: Tuesday, October 24,2000 Paragon Analytics inc.
L.IM3 Vur:'on I W)2

Page 7 of 12
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OCT 25 2000 14=46 FR WASHINGTON GROUP
i-Za-Uli TUt U S J 3 U Pn PftKfiUUN R N f t L T I l U b

303 948 4779 TO 93033126897 P.06/14
rax NU, ynj 4yu U4y r. u

Total ICP Metals
Method SW6010
Sample Results Vfy,

L.'ib Nairn;: Paragon Analytics. Inc.

Work Or<fer Number; 0010156

Cliont Name: Morrison Knudson Corporation

ClicnIProject ID: VB/1-70 IDB 4394

Uli'jD. 001015S-5

Sample Matrix: SOIL
% Moisture: 0.4

DatO Extracted: 23-Ocl-OO

Date Analyzed: 23-Oct-OO

Prep Batch: IP001023-1

QCBatchID: IP001023-1-1
Run ID: IT001033-1A4

Cleanup: NONE
Basis; Dry Weight

Sample Aliquot: 1 G
Final Volume: 100 ML

Result Units: MG/KG

File Name: TS01023

CAS NO

1 7429-CiO-S

! 7WO-OS-0

7440-58-2

7440-39-3

7440-41-7

7440-43-9

7440-70-2

744047-3

7^10-43.4

7-1-10- 50- B

743 0-30 -6

7J3902-1

7430-nS-4

7^33-06-5

7440 02-0

7440 09-7

7732-49-2

7440-22-4

7440-23-5

7440-23-0

7-HO C2-2

74-10-6C-C

Target Analyte

ALUMINUM

ANTIMONY

ARSENIC

[IARIUM

BERYLLIUM

CAUMIUM

CALCIUM

CMWOMIUM

COBALT

COPPCR

IRON

LI:AD

MACNKSIUM

MANGANESE

NICKCL

POTASSIUM

SELENIUM

SILVER ^

SODIUM

THALLIUM

VANADIUM

ZINC

Dilution
Factor

i

i

1

1

1

i

1

1

i

1

i

1

i

i

1

1

i

!

1

1

1

Result

7SOO

1.6

10

310

0.73

5.5

6600

21

6.5

63

17000

710

2500

400

12

2700

1.2

O.C-9

27D

1

74

620

Reporting
Limit

20

2

1

10

O.S

o.s
100

1
1
1

10

0.3

100

1

2

100

0.5
1

100

1
1
2

MDL

0.69

0.27

0.26

0,018

0015

0.017

0.54

0.048

0.05

0.032

0.8

0.14

0.79

0.025

0.078

5.3

027

0.063

0.25

0.39

0.033

0.29

Result
Qualifier

B

B

U

EPA
Qualifier

i
!

i

1

Data Package JO: IT0010156-1

Qjle Printed: Tuesday, Oclobor 24, 2000 Paragon Analytics Inc.
LcMSVi. .ion: 1.933

Page 8 of 12
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OCT 25 2000 14=47 FR WflSHINGTON GROUP
i-^q-ou luc. -uo-J i rn THKHUUIN HINMLI i ius

303 948 4779 TO 93033126897 P.07/14
r»A nu, aiu 4»u u^a r. u /

Total ICP Metals
Method SW6010
Sample Results

Lab Name: Paragon Analytics, Inc.

Work Ord»r Number: 0010156

Client Name: Morrison Knuclsen Corporation

ClientProject ID: VH/l-70 IIIB 4994

lii^
Samplo Matrix: SOIL

•/t Moisture: 02
Date Collected: 19-Ocl-OO
Date Extracted: 23-Od-OO
Date Analyzed: 23-Ocl-OO

Prep Batch: IP001023-1
QCBatchID: IP001023-1-1

f»unlD:IT001023-1A4
Cleanup: NONE

Basis: Dry Weight

Sample Aliquot: 1 G
Final Volume: 100 ML
Result Units: MG/KG

File Name: TS01023

CASNO

7429-90-5

, 7440-36-0

7440-38-2

7440-39-3

I 7440-41-7

1 7440-43-0

. 7440-70-2

74-10-47-3

7440-46-4

7440 -DO 8

7439-09-6

743992-1

7430 35-4

74X9-SC5-5

7440-02-0

7440-09-7

7782-19.2

7440-22-4

7-1-10-23-5

7440-28-0

7440 C2-2

7440-U8-0

Target Analyte

ALUMINUM

ANTIMONY

ARSENIC

BARIUM

DERVLLIUM

CADMIUM

CALCIUM

CHROMIUM

COSALT

COPPCR

IRON

IKAO

MAGNCSIUM

MANGANfSE

NICKEL

POTASSIUM

SELENIUM

SILVER

SODIUM

THALLIUM

VANArjIUW

ZINC

Dilution
Factor

i

1

i

i

1

1

1

1

i

1

1

1
1

i

i

i ,

1

1

i

i

t

1

Result

8000

1.8

20

310

0.77

5,7

7000

21

G.9

G4

18000

7CO

2700

410

13

2900

0.97

0.77

300

1

26

650

Reporting
Limit

20

I
1

10

0.5

0,5

100

1

1
1

10

0.3

100

1

2

100

0.5

1

100

1
1

2

MDL

0.69

0.26

0.28

0.01S

0.015

0.017

0.54

0.047

0.05

0.032

0.8

0.14

0.79

0.025

0.078

5.3

0.27

0.063

0.25

0.39

0033

0.29

Result
Qualifier

B

B

U

EPA
Qualifier

!

i

!

i

•

i
"1~

Data Package ID: IT0010156-1

Dalo Printed: Tuesday, October 24, 2000 Paragon Analytics Inc.
llMS Vciklon I E02

Pag89oM2
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OCT 25 2000 14=47 FR WflSHINGTON GROUP
T-^UU TUt U3!31 FH HftKMUN flNflLYTlUS

303 943 4779 TO 93033126897
FAX NU, a/U 49U 1349

P. 08/14
OB

Total ICP Metals
Method SW6010
Sample Results

Lab Name: Paragon Analytics, Inc.

Wurk Order Mumlier; 0010156

Client Naifiu: Morrison Kmidsen Corporation

CtlaitlProjecl ID: VB/l-70 1KB 4394

'~oo 10156-7

Sample Matrix; SOIL
•/.Moisture: 0.2

Date Collected: 19-Oct-OO
Date Extracted:23-Oct-OO
Date Analyzed: 23-Oc(-00

Prep Batch: IP001023-1
QCBatchID: IP001023-1-1

RunlD:IT001023-IA4

Cleanup: NONE
Basis: Dry Weight

Sample Aliquot; 1 G
Final Volume: 100 ML
Result Units: MG/KG

File Name: TS01023

CASNO

7-1J9-90-5

7440-36-0

7440-00-2

7440-30-3

7 -I40-41 -7

7440-43-9

7410-702

7-140-47-3

7440- 48-4

7440-SO-8

7439 60-6

7-loJl Q2-1

7430-95-4

7433 Sfi S

7440-02-0

7440-09-7

7782-40-2

7-1 .10-22-4

7. M 0-23-5

7440-23-0

7-WO-C2-2

7440-efS-D

Target Analyto

ALUMINUM

ANTIMONY

ARC f NIC

BARIUM

RCRYl.LIUM

CADMIUM

CALCIUM

CHROMIUM

CODALT

COPP6R

IRON

LEAD

MAGNESIUM

MANGANESE

NICKfL

POTASSIUM

SELENIUM

i'lLVER

SODIUM

THALLIUM

VANADIUM

2INC

Dilution
Factor

1
i
1
1
1
i
1
i
1
i

~ 1"!
i
i
i
1

i
1
1
1
T

1

1

Result

2600

1.5

a.a
160

0.31

2.1

3000

9.1

2.9

22

6500

900

730

270

4.4

860

0.39

0.17

120

t

11

400

Reporting
Limit

20

2

1

10

0,5

0.5

100

I

1

1

10

0.3

100

1
2

100

0.5

1

100

1

1

2

MDL

0,69

0.26

0.28

0,018

0.015

0.017

0.54

0.047

0,05

0.032

0.8

0 14

0.79

0.025

0.078

5.3

027

0063

025

0.39

0.033

0.29

Result
Qualifier

B

3

B f

B

U

EPA
Qualifier

|

i
1— i

Dnita Package ID: IT00101S6-1

Date Printed: Tuesday. October 24, 2000 Paragon Analytics Inc.
L'MSVvr.iun 1.002

Page 10 of 12
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OCT 25 2000 14=48 FR WASHINGTON GROUP
UU1-24-UU lUh MM m PftKRttUN RNflLYTlUb

303 948 4779 TO 93033126897
NU. y/u

P. 09/1 4

Total ICP Metals
Method SW6010
Sample Results

Lab Name: Paragon Analytics, Inc.

Work Order Numher: 0010156

Client Name: Morrison Knudsen Corporation

ClmiitProject ID: VBrl-70 Ittfi 4994

,F|el^ib;P-1S704.0 ^ J

Lttb"lD:: '0010156 8

Sample Matrix: SOIL
•/. Moisture: 03

Date Collcctad: 19-Ccl-OO

Date Extracted: 23-Ocl-OO
Dale Analyzed; 23-Oc!-00

Prop Batch: IP001 023-1
QCBalchlD:IP001023-1-1

Run ID: IT001023-1A4
Cleanup: NONE

Basis: Dry Weight

Sample Aliquot: 1 G
Final Volume: 100 ML
Result Units* MG/KG

File Name: TS01023

I CASNO

7423-SO-S

7440-30-0

7440-36-2

7440-39-3

7440-41 -7

7440 43 9

7440-70-?

744047-3

7440-46 4

7440-50-8

7430-30-6

7430-JI2-1

743S-S5-4

74c 0-06 -5

7440-02-0

V440-09-7

X7S2-49-2

7440-22-4

7440-23- 5

744028-0

7440-P2-2

7440-56-G

Target Anal/to

ALUMINUM

i ANTIMONY

ARSENIC

BARIUM

BERYLLIUM

CADMIUM

I CALCIUM

CHROMIUM

COBALT

CCPftfl

IRON

LEAD

MAGNCSIUM

MANGANfSE

NICKEL

POTASSIUM

SELENIUM

SILVER

SODIUM

THALLIUM

VANAnlUM

ZINC

Dilution
Factor

1
1

1

i
i

i

1
i
1
i

1
1

1

1

i

1

i
1
t

i
1

1

Result

2200

0.67

0.1

100

0.3

1.8

2900

7.9

2.3

20

6400

370

750

190

3.7

750

0.5

0.17

76

1

8.2

240

Reporting
Limit

20

2

1

10

0.5

0,5

100

1
1
1

10

0.3

100

1

2

100

0.5

1

100

1
1

2

MDL

0.69

0.26

0.28

0.018

0.015

0.017

0.54

0.046

0.05

0.032

0.8

0.14

0.79

0.025

0.078

5.3

0.27

0.063

0.25

0.39

0.033

0.29

Result
Qualifier

B

B

U

B

B

U

EPA
Qualifier

- i

I

I

!

j

I
I
1
I

I

Data Package ID: IT0010156-1

Date Printed: Tuesday, October 24, 2000 Paragon Analytics Inc.
(.M'JVf.:\an- 1 Onj
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OCT 25 2000 14=49 FR WASHINGTON GROUP
i-d'ruu IUD uaoo rn THKHWN HNHLYHUJ

303 948 4779 TO 93033126897
rax NU, y / u

P. 10/14

Total ICP Metals
Method SW6010
Sample Results

L.ib Name; Para^un Analytics, Inc.

Woik Order Number: 0010156

Client Name; Morrison Knudsen Corporation

ClicritProject ID: VB/l-70 IIIB 4S94

Samplo Matrix: SOIL
V, Moisture: 0.1

Dale Collected: 19-Oct-OO
Date Extracted: 23-Oct-OO
Dale Analyzed; 23-Oct-OO

Prep Batch: IP001023-1
QCBjtchiD: IP001023-1-1

RunlD:IT001023-1A4
Cleanup: NONE

Basis: Dry Weight

Sample Aliquot: 1 G
Final Volume: 100 ML
Result Units: MG/KG

File Name: TS 01023

CASNO

742S-00.5

VM40-3GO

744.5-30-2

7440-39 3

74-10-41-7

7440-43-9

/r440-70-2

7440-47-3

7440-.18-4

7440-50-8

7-m-896

7433 -92 -I

7439-95-4

7430-D6-S

7440-02-0

7440 09 7

7762-492

7440 22-4

7440-23-5

7440-23-0

7440-62-2

7440-66 6

Target Analyte

ALUMINUM

ANTIMONY

ARSENIC

BARIUM

T BERYLLIUM

T CADMIUM

CALCIUM

CHROMIUM

COUAI.T

COPPtR

IKON

LEAD

MAGNflSlUM

MANGANESE

NICKCL

POTASSIUM

SELENIUM

SILVER

SODIUM

THALLIUM

VANADIUM

?INC

Dilution
Factor

1

1

1

i

i

1

i

1

1

1

1

1

i

1

1

1

1

1

1

1

i;
._ S

Result

2000

1

9.8

130

031

1.9

3100

0.7

4

28

8000

400

7(10

2CO

4.2

850

0.31

0.38

88

1

93

320

Reporting
Limit

20

2

1

10

0.5

0.5

100

1

1

1

10

0.3

100

1

2

100

0.5

1

100

1
1
2

MDL

0,69

0,26

0.28

0.018

0.015

0.017

0.53

0.047

0.05

0.032

0.8

0.14

0.79

0.025

0.078

53

0.27

0.063

0,25

0,39

0.033

0.29

Result
Qualifier

B

B

B

B

B

U

EPA
Qualifier

" J

i
-" !

i

i

i

Data Package ID: IT0010158-1

D.»lc Printed: Tuesday, October 24. 2000 Paragon Analytics Inc.
LIMLi Vision 1 POJ
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OCT 25 2000 14:49 PR WASHINGTON GROUP
-CH-UU luc. i/o-jo ni rrmnuuti

303 948 4779 TO 93033126897 P.11/I4
nu. oiu 4ou 1040 r. i i

Total ICP Metals
Method SW6010
Sample Results

Lab Name: Paragon Analytics, Inc.

Work Order Number: 0010156

Client Name: Morrison Knudsen Corporation

ClicnlProject ID: VB/l-70 IIIO 4394

Sample Matrix: SOIL
•A Moisture: 0 3

Date Collected: 13-Ocl-OO
Dale Extracted: 23-Oct-OO
Date Analyzed: 23-Oct-OO

Prep Batch: IP001023-1
UCBatchID: IP001023-1-1

Run ID: IT001023-1A4
Cleanup: NONE

Basis: Dry Weight

Sample Aliquot: 1 G

Final Volume: 100 ML
Result Units: MG/KG

File Name; TS01023

CASNO

7429-SO-S

7440-36-0

744iMiJ-2

7440-33 3

7440-41-7

7-140-43 D

7440-70-3

7440-47-3

7440-40 4

7440-50-0

7-139 £9 6

7439-92-1

743095 4

7430- 8S-5

7440--02-0

74.10.09-7

77U2-49 ?.

7440-22-4 j

7-14^23^5

7440-23-0

7440-B2-2

74-10-00 6

Target Analyte

ALUMINUM

ANTIMONY

ARSENIC

BARIUM

Dilution
Factor

1

1

i

i

Result

5900

2.3

26

200

BKRYU.IUM , 1 | 0.66

CADMIUM

CALCIUM

CHROMIUM

COBALT

COPPER

IRON

LEAD

MAGNESIUM

MANGANESE

NICKEL

POTASSIUM

Cf.LF.NIUM

SILVER

SOCtlUM

THALLIUM

VANADIUM

ZINC

1

1

i

1

1

1

1

•i
i

1

i

i

i

1

i

i

i

4.2

6200

21

5.5

54

16000

970

1800

410

9.5

2000

1

O.R1

180

1

23

540

Reporting
Limit

20

2

1

10

O.S

o.s
100

1
1
1

10

0.3

100

1
2

100

0.5

1

100

1

1

2

MDL

0.69

0.26

0.28

0.0 te
0.015

0.017

0.54

0.046

0.05

0.032

0.8

0.14

0.79

0.025

0.078

5,3

0.27

0.063

0.25

0.39

0.033

0.29

Result
Qualifier

B

U

EPA
Qualifier

[

I

I

j

Data Package ID: /TOOJOfSG-l

Dale Printed: Tuesday. Oclobev 24, 2000 Paragon Analytics Inc. Page 2 of 12
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OCT 25 2000 14:50 FR WASHINGTON GROUP
-^-Ut) TUL (tt'.ctf PI"! HftKflGUN ANflLYTlUS

303 948 4779 TO 93033126897
NU, am 4yu 134B

P. 12/14

Total ICP Metals
Method SW6010

Sample Results

Lab Name: Paragon Analytics, Inc.

Work Ordfir Number! 0010156

Client Name: Morrison Knudsen Corporation

Client Project ID: VO/l-70 IMS 4994

Sample Mnlrix: SOIL

Vi Moisturo: 0.2
Date Collected: 19-Oc(-00

Dato Extracted: 23-Oct-OO

Date Analyzed: 23-Oct-OO

Prtp Batch: IP001023-1

QCBatchID: IP001023-1-1
Run ID: IT001023-1A4

Cleanup: NONE

Basis: Dry Weight

Sample Aliquot: 1 G

Final Volume: 100 ML

Result Units: MG/KG

File Name: TS01023

CASNO

7420-00-5

7440-36-0

7440-38-2

7440-33-3

7440 41-7

7440-43-9

7440 70-2

7440-t7-3

7440-43-4

74-10-50-0

7439-536

7430- 92-1

740095-4

743?) 9G-6

7440-0.2-0

7440-09-7

7702-49-2

7440-22-4

7-140-23-5

7440-28-0

7440-02-2

7440-66-6

Tnrget Analyte

ALUMINUM

ANTIMONY

ARSENIC

BARIUM

SfRYLLIUM

I CADMIUM

CALCIUM

CHROMIUM

COBALT

COPP6H

IRON

LEAD

MA6NCSIUM

MANGANESE

NICKEL

POTASSIUM

SELENIUM

SILVER

SODIUM

THALLIUM

VANADIUM

ZINC

Dilution
Factor

i

i
1

, i
! i

1

1
i

1

i

i

10

1

i

i

i
i
1

1

i

i

t

Rocult

6100

2

25

300

0.1>7

4.3

6200

21

5.5

54

16000

1000

1800

430

9.6

2000

1.1

0.77

160

T

23

sso

Reporting
Limit

20

2

1

10

OS

o.s
100

1

1
1

r 10
3

100

1

2

100

0.5

1

100

1

1
2

MDL

0.69

0.26

0.28

0,018

0.015

0.017

0.54

0.047

o.os
0.032

0.8

1.4

0.79

0.025

0.078

5.3

027

0.063

0.25

0.39

0.033

0.2S

Result

Qualifier

a

B

U

EPA
Qualifier

N

1

|

I

i

1

E

I

D?rta Package ID: IT0010156-1

Dale Printed: Tuesday, October 24,2000 Paragon Analytics Inc.
I IMS Version- 1,502

Page 3 of 12
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OCT 25 2000 14--51 FR WASHINGTON GROUP
OC7-24-TO TUE 03:34 M PARAGON ANALYTICS

303 948 4779 TO 93033126897
hflX NU, aC

P. 13/1 4

Total ICP Metals
Method SW6010
Sample Results

Lab Name: P<ira(|ou Analytics, Inc.

Wo rh Order Number: 0010156

Client Name: Morrison Knudsen Corporation

CliantProjoct ID: VQ/l-70 IIIB 4994

. oo 10 se-12

Sample Matrix: SOIL
V, Moisture: 0.3

Date Collected: 10-Ocl-OO
Dale Extracted; 23-Oct-OO
Date Analyzed: 23-Ocl-OO

Prop Batch: IP001023-1
QCBatchID: IP001023-1-1

RunlD:lT001023-1A4

Cleanup: NONE
Basis: Dry Weight

Sample Aliquot: 1 G
Final Volume: 100 ML
Result Units: MG/KG

File Name: TS01023

CASNO

7423- &0-S

74-10-30-0

7440-.lfl-2

7-140-39-3

7440-41-7

74.10 43-0

7440-70-2

7440-47-3

744Q--UM

7440-50-8

7433-GS-6

7439 92-1

'439-95-4

7430-96-5

7440-02-0

7440-00 -7

7762-49^

7440-22-4

74-10-73-5

7440-2fl-0

744062-2

7440-66-6

Target Analytc

j ALUMINUM

ANTIMONY

ARSENIC

BARIUM

BERYLLIUM

CADMIUM

CALCIUM

CHROMIUM

COOALT

COPPtf?

IRON

LEAD

MAGNESIUM

MANGANESE

NICKEL

POTASSIUM

StiLCNIUM

SILVER

SODIUM

THALLIUM

VANAOIUM

TING

Dilution
Factor

i

1

1

1

1

1

1

1

i

1

1

1

1

1

i

1

i

1

1

1

•I

1

Result

5500

091

24

290

0.61

4.2

61 DO

18

4.6

50

11000

990

1700

400

8.4

2100

1.2

O.G1

1BO

1

16

540

Reporting
Limit

20

2

1

10

0.5

0.5

100

1
1
1

10

0.3

100

1

2

100

0.5

1

100

1

1

2

MDL

0.69

0.26

0.28

0.018

0.015

0.017

0.54

0.043

0.05

0.032

o.a
0.14

0.79

0.025

0.07B

5.3

0.27

0.063

0.25

0.39

0.033

0.29

Result
Qualifier

B

B

U

EPA
Qualifier

i

' i

j

1

1

i

i!
1

' 1

Data Package JO: ITQ010156-1

DMo Printed: Tuesday, Oclober 24, 2000 Paragon Analytics inc.
1.IM.-S V«i«un: 1 003
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OCT 25 2000 14:51 FR WASHINGTON.GROUP_ 303 948 4779 TO.93033126897 P.14/14

Total MERCURY
Method SW7471

Sample Results

Lab Nam*: Paragon Analytics, Inc.
Client Name: Morrison Knudsen Corpoialion

Client Project ID: VB/l-70 IIIB 4994
Work Order Number: 00101SS

Reporting BASIV. Dry Weight

Final Volume: 100 ML
Matrix: ROIL

Result Units: MG/KG

CClient Sample ID

, v-.S022-n

, 0 15023-0

3-1S&74-D

3--1W3T-F

3-15S79-T

3-1SS30-F

3-1S703-D

3-1S/0-1-B

3-i'V/os-n

i-1->700-p

3-10701-F

MSJOJ-P

Lab ID

0010156-1

DQ10155-2

0010(56-3

00101S6--4

D0101G6-S

00101E6-C

OQI01S6-7

0010156-0

0010156-B

00101 50-10

0010150-11

0010156-12

Date
Collected

10/19/2000

10/19/2000

10/13/2000

10/10/2000

10/19/2000

10/19/2000

10/19/7000

10/19/2000

10/19/2000

10/10/2000

10/19/2000

10/19/2000

Onto
Prepared

10/23/2000

10/23/2000

10/23/2000

10/73/2000

10/2--./2000

10/23/2000

10/23/2000

10/23/2000

10(2.1/2000

10/23/2000

10/23/2000

10/23(1000

DMi>
Analy/ed

10/23/7000

10/23/2000

10.'3.?/;i)00

10/ra/jnnn

10/23/SUOO

10/23/2000

10/23/2000

10/23.'2000

10/23/r.DOO

10/23/2030

10/2a'20UO

tO/23/?0()0

Percent
Moisture

0.2

0.2

o.s

o.s

0.-1

0.2

O.J

0.3

0.1

0.3

0.2

0.3

Dilution
Factor

1

1

1

1

1

I /
1

1

1

i

1

1

Result

0.63

0,53

0,6fl

1.0

1.6

\.? XT

0.22

0.25

0.23

0,6

0,56

0.65

Reporting
Limit

0.1

0.1

0.1

0.1

0.1

<D.'V AX-

0.1

0.1

0.1

0.1

0,1

0,1

MDL

0.0028

0.002S

0.0028

0.0028

0.0026

e,C^Cjaof»-

0.0023

0.0028

0.0028

O.OC28

0.0023

0.0028

Flag

N

Sample
Aliquot

.SG

.60

.BO

.60

.63 ,

.CG ;

.SG |

.6G I

I IT
.SG

.60

.KG i

Comments:

1. NO or U - Not Deieclecl al or above the client requested detection limil.

Data Package ID: HG0010156-1

Date Printed; Tuesday, October 24, 2000 Paragon Analytics Inc.
LIMS Vfiuion 1 ?02
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